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Introduction

Polymer micelles are nano-sized aggregates of amphiphilic polymers that can be used as
a delivery agent for breast cancer chemotherapy. Micellar drug formulations have a number of
advantages over conventional chemotherapy. First, they increase the solubility of hydrophobic
drugs, making them easier to administer intravenously'. Second, they have been shown to
accumulate passively in tumors because of their leaky vasculature, which is known as the
enhanced permeation and retention (EPR) effect”. Third, they have considerable potential for
customization, in which additional functional groups can be attached to the surface and used to
modulate micelle properties. Particularly, the addition of a targeting ligand can increase the
specificity of drug delivery to tumors’, and the attachment of a tracking molecule, such as a
radiolabel, can facilitate tracking of micelles in vivo®. Previous work by our lab has established
the fabrication of poly(ethylene glycol)/poly(e-caprolactone) (PEG-PCL) micelles incorporating
the anti-cancer agent doxorubicin’. These micelles have been further modified to include a
cyclic RGD (cRGD) ligand to increase binding to endothelial cells® or to incorporate
superparamagnetic iron oxide (SPIO), a T,-specific MRI contrast agent to allow MRI tracking of
micelles in vivo’. Recently, our lab has recently developed techniques for incorporating the
novel anticancer agent, 3-lapachone, into micelles which were subsequently tested in several cell
lines in vitro®. The goal of this project is develop a micelle platform for breast cancer treatment
that can be tracked in vivo while simultaneously designing a method that can be used to assess
the antitumor effects.

This report describes the accomplishments that have been achieved towards this goal in
the past year based on the revised statement of work which was submitted in the 2006 annual
summary. First, PEG-PLA micelles encapsulating quantum dots (QD) were produced. These
micelles were subsequently characterized using transmission electron microscopy (TEM),
dynamic light scattering (DLS) and fluorescence spectrophotometry. Second, the uptake of these
QD-containing micelles was evaluated in SLK endothelial cancer cells in vitro. The future of
this work will include incorporating a targeting ligand, such as cRGD or folate, onto the surface
of the micelles and testing the system further. This additional testing will include monitoring the
uptake of non-targeted and targeted micelles in additional cell lines in vitro as well as in vivo.
Ultimately, we anticipate simultaneously using in vivo, tumor chamber fluorescence imaging to
monitor QD-labeled micelles while simultaneously using fluorescent Annexin V to monitor the
antitumor effects of the micelles.

Body
In the previous year’s annual report, modifications to the previously stated aims were
described. In these modifications, we proposed to use quantum dots (QDs) to label the cRGD-
encoded polymer micelles and intravital imaging to examine the vascular targeting efficiency of
QD-loaded micelles in a tumor chamber model in athymic nude mice. Since the previous annual
report, we have pursued work towards the described modified aims, as stated here:
Modified Aim 2: Developing quantum dot labeled micelles to evaluate micelle
distribution and uptake.
Modified Aim 3: Obtain in vivo efficacy data to optimize the design of drug-loaded
micelles and compare them directly to systemic chemotherapy for treating murine
breast cancer.
The following sections describe the progress that has been made in pursuit of each aim.
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Modified Aim 2

The goal of modified aim two was to develop quantum dot labeled micelles to evaluate
micelle distribution an uptake. To achieve this goal, two types of quantum dots were
incorporated into polymer micelles which were subsequently characterized using transmission
electron microscopy (TEM), dynamic light scattering (DLS), and fluorescence
spectrophotometry. Cells were then treated with these quantum dot containing micelles in vitro
and their intracellular uptake was measured using confocal microscopy.

Two different formulations of quantum dots were used in this study. Both formulations
had a peak excitation (Aex) at approximately 350 nm; one quantum dot formulation (GCS) had a
primary emission peak (Aem) at 535 nm while the other micelle formulation (YCS) had a primary
emission peak (Aem) at 575 nm. Micelles were formulated using poly(ethylene glycol)-poly(D,L-
lactide) (PEG/PLA) micelles using a solvent evaporation technique. Briefly, quantum dots and
PEG/PLA were dissolved in THF. The resulting organic solution was added dropwise to water
under sonication. The solution was allowed to evaporate under a hood overnight to allow for
complete evaporation of THF and micelle formation.

Micelles were characterized using
transmission electron microscopy (TEM),
dynamic light scattering (DLS), and
fluorescence spectrophotometry.
Transmission electron microscopy was
performed using a JEOL transmission
electron microscope. Samples were negative
stained with phosphotungstic acid (PTA)
before imaging. Representative TEM
micrographs of QD-loaded micelles are
shown in Figure 1. Panel 1A shows a low
magnification image showing clusters of
many micelles. In the images, micelles are a
lighter color than the surrounding stained
space. Micelles are found to range in size
from approximately 10 nm to slightly larger
than 100 nm, with the majority of the
micelles being in the 20 nm range. Panel 1B
shows the region in the red box in higher
detail. The range of micelle sizes can be
seen well on this image, with some micelles
as large as 50 nm but most in the range of
10-20 nm. Quantum dots can be seen within
the micelles. Smaller micelles appear to
contain at least 5-10 quantum dots, while
larger micelles contain up to hundreds of

:'; = i'z_g-

individual quantum dots. These results
indicate that micelles are formed
successfully and encapsulate one or more
quantum dots.

Figure 1. Transmission electron micrographs of
quantum dot-containining PEG-PLA micelles. (A)
Lower magnification image shows clusters of micelles
containing quantum dots, scale bar 200 um. (B) Higher
magnification image allows clear delineation of
quantum dots contained within micelles, scale bar 50
nm.
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The sizes of quantum dot containing A
micelles were further characterized using 3
dynamic light scattering (DLS). QD-containing 1.03
micelles were diluted in water and their size 0973
measured using a Shimadzu Differential 0.8
Scanning 152 Calorimeter (DSC-60, Columbia, T
USA). Results from DSC are seen in Figure 2A. 0.7 3
The peak micelle size was seen at 19.0 nm, with S
a range of sizes from approximately 10 nm to % 051
slightly less than 100 nm. This range of sizes = T
confirms the results which were seen on TEM 04 4
and also demonstrate that there were limited 031
numbers of large micellar aggregates in the 07
solution. T
The fluorescence of QD-containing 0.1 h|
micelles was further characterized using 003 | |||||||||
fluorescence spectroscopy of both ' 10 400 1o0c
unencapsulated QD and QD-containing micelles. B
All samples were measured on a Perkin Elmer s
LS-40 spectrofluormeter, with an excitation 450 Ges aD
wavelength (Aex) of 350 nm. QD-only samples £ w0 o
were diluted in THF, and QD-containing E 50 VCS micalles
micelles were diluted in water. The results from § -
this study are shown in Figure 2B, where the £ 20
fluorescence of the QDs can be compared to the = 150 VN
QD micelles. From this study, it appears that the 100
fluorescence of the QDs is not markedly o S Nl N
diminished by encapsulation in the micelles. ‘e o 550 600 650
However, the fluorescence of the QDs when . | Wevelenathnm)

. . Figure 2. Characterization of quantum dot
encapsulated was shifted slightly toward the req containing micelles. (A) Dynamic light scattering
end of the spectrum by several nanometers. This showing typical size distribution of YCS quantum
result could arise from several causes, such as dot micelles. (B) Fluorescent spectrum showing
fluorescent resonance between the closely ﬂuoresgence emissign for quantum dots before and
packed quantum dots. Ultimately, these results after micelle formation. Excitation was performed
demonstrate that quantum dots remain at 330 nm.

fluorescent when encapsulated in PEG/PLA
micelles and should be viable for use in in vitro and in vivo imaging applications.

Finally, uptake of QD micelles into cells in vitro was measured using confocal
microscopy. In this experiment, human sarcoma cells (SLK) were incubated in DMEM
containing various concentrations of YCS QD-containing micelles. Polymer concentrations of
the micelle solutions used were 100, 50, 25, and 0 pg/g of media. Cells were incubated with the
micelle solutions for 3 days (72 hours) and were subsequently imaged using confocal
microscopy. Imaging was performed on a Nikon Eclipse confocal microscope. Excitation was
performed with a laser wavelength of 404 nm, and imaging of YCS micelles was performed
using a filter with a center wavelength of 600 nm and a bandwidth of 70 nm. Resulting images
from the study are shown in Figure 3.
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Control

QD micelles

Figure 3. Confocal microscopy of control (A-C) or YCS micelle (D-F) treated cells 72 hours after initiation of
treatment. Transmittance (A, D), red fluorescence (B, E), and overlay (C, F) images are shown for each condition.

In the cells treated with 0 pg/g micelles (control), no fluorescence was seen in the cells as
expected. On the other hand, cells treated with QD micelles showed considerable uptake of
micelles into the cell. QD fluorescence appeared to be limited largely to the cytoplasm, a finding
which has been seen often in previous studies of cell uptake of micelles. Confinement of micelle
fluorescence occurs largely because the micelles only escape slowly from the cytoplasmic
compartments after cell uptake. Confocal studies of cells at other time points showed that
cellular uptake of the QD micelles is a steady and continuous process throughout the 72 hours
(data not shown). It is anticipated that attaching a targeting ligand to the micelles as described in
the aims will accelerate the uptake of micelles into the cells.

Progress towards completing modified aim 3

The results in this progress report have laid the groundwork necessary to move into the
final stage of the work proposed by this grant. As described by the modified aims in last years
annual report, micelles encapsulating quantum dots have been fabricated and extensively
characterized. The next step will be to include the cRGD targeting ligand on the outside of the
micelles to increase cell uptake. Then, rates of cell uptake can be compared in vitro using the
targeted and non-targeted micelles in additional cell lines, including human breast cancer cell
lines. Furthermore, micelles containing both QD and the anticancer agent must be fabricated.
We anticipate including the anthracycline antibiotic doxorubicin, as we have in several of our
previous publications. After completing this step, work will move forward into completing
modified aim 3. This will include using an in vivo model to measure the distribution of these
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QD-containing micelles in vivo. The model used will be a tumor chamber model of human
breast cancer in athymic mice. This model will allow for in vivo fluorescence assessment of
QD-micelle distribution as well as assessment of apoptosis in vivo using a fluorescent Annexin
V probe. Efficacy of these treatments will then be compared to systemic chemotherapy.

Key Research Accomplishments
e Produced quantum dot (QD) loaded polymer micelles
e Characterized polymer micelles using transmission electron microscopy, dynamic light
scattering, and fluorescence spectrophotometry
e Evaluated the uptake of QD-containing micelles in cultured cells in vitro.

Reportable Outcomes
e Refereed publications based on the project described in this grant

Blanco, E, EA Bey, Y Dong, BD Weinberg, DM Sutton, DA Boothman, and J
Gao. B-Lapachone-containing PEG-PLA polymer micelles as novel
nanotherapeutics against NQO1-overexpressing tumor cells. J Control Release
2007; In press. (see attached appendix)

e Other refereed publications

Krupka, TM, BD Weinberg, H Wu, NP Ziats, and AA Exner. Effect of
Intratumoral Injection of Carboplatin Combined with Pluronic P85 or L61 on
Experimental Colorectal Carcinoma in Rats. Exp Biol Med 2007; 232: 950-957.
Weinberg, BD, E Blanco, and J Gao. Polymer Implants for Intratumoral Drug
Delivery and Cancer Therapy. J Pharm Sci 2007; In press.

Weinberg, BD, TM Krupka, JR Haaga, and AA Exner. A combination of
sensitizing pretreatment and radiofrequency ablation evaluated in a rat carcinoma
model. Radiology 2007; In press.

e Degrees obtained that are supported by this training grant

Brent Weinberg has completed the requirements for a Ph.D. in Biomedical
Engineering from Case Western Reserve University. His degree will be awarded
on August 10, 2007.

e Meeting abstracts and presentations
- Weinberg, B.D., E. Blanco, S.F. Lempka, J.M. Anderson, A.A. Exner, and J. Gao.

"Liver tumor treatment with combined radiofrequency ablation and doxorubicin-
containing polymer implants," in Medical Scientist Training Program Winter
Retreat, Case Western Reserve University, February 2006. Cleveland, OH.

- Weinberg, B.D., E. Blanco, S.F. Lempka, J.M. Anderson, A.A. Exner, and J. Gao.

"Liver tumor treatment with combined radiofrequency ablation and doxorubicin-
containing polymer implants," in Research Showcase, Case Western Reserve
University, April 2006. Cleveland, OH.

- Weinberg, B.D., E. Blanco, S.F. Lempka, J.M. Anderson, A.A. Exner, and J. Gao.

"Liver tumor treatment with combined radiofrequency ablation and doxorubicin-
containing polymer implants," in Lepow Research Day, Case Western Reserve
University, May 2006. Cleveland, OH.
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Conclusions

In conclusion, QD-containing micelles for in vitro and in vivo tracking have been
fabricated and thoroughly characterized. They have a predictable size and distribution which is
favorable for use in in vivo studies, and incorporation of QD in a micelle core does not markedly
change the fluorescence of the quantum dots. In in vitro cell studies, the non-targeted QD
micelles were taken up at a steady rate over three days of exposure, similar to the expected
outcome if these micelles were used in vivo. The next steps of this project should allow for the
incorporation of a targeting ligand, cRGD, onto the surface of the micelle as well as including
the anticancer agent, doxorubicin, in the micelle core. The result will be a multifunctional
micelle which is ready to be evaluated in studies in vivo. For these studies, we plan to use a
murine model of breast cancer in athymic mice which should allow in vivo, real-time assessment
of fluorescent distribution to monitor the micelles. Additionally, micelle treatment efficacy will
be measured using simultaneous fluorescent measurement of apoptosis. The ultimate goal of this
project is to fully develop these multifunctional micelles and directly compare their efficacy to
systemic chemotherapy for the treatment of a breast cancer model in mice.
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Abstract

R-Lapachone (pB-lap) is a novel anticancer agent that is bioactivated by NADP(H): quinone oxidoreductase 1 (NQO1), an enzyme
overexpressed in a variety of tumors. Despite its therapeutic promise, the poor aqueous solubility of B-lap hinders its preclinical evaluation and
clinical translation. Our objective was to develop B-lap-containing poly(ethylene glycol)-block-poly(D,L-lactide) (PEG-PLA) polymer micelles
for the treatment of NQO1-overexpressing tumors. Several micelle fabrication strategies were examined to maximize drug loading. A film
sonication method yielded B-lap micelles with relatively high loading density (4.7+1.0% to 6.5+1.0%) and optimal size (29.6+1.5 nm). Release
studies in phosphate-buffered saline (pH 7.4) showed the time (¢/,) for 50% of drug release at 18 h. In vitro cytotoxicity assays were performed in
NQO1-overexpressing (NQO1+) and NQO1-null (NQO1-) H596 lung, DU-145 prostate, and MDA-MB-231 breast cancer cells. Cytotoxicity
data showed that after a 2 h incubation with 3-lap micelles, a marked increase in toxicity was shown in NQO1+ cells over NQO1— cells,
resembling free drug both in efficacy and mechanism of cell death. In summary, these data demonstrate the potential of 3-lap micelles as an
effective therapeutic strategy against NQO1-overexpressing tumor cells.

© 2007 Published by Elsevier B.V.

Keywords: p-Lapachone; Polymer micelles; Cancer nanomedicine; Poly(ethylene glycol)—poly(D,L-lactide) (PEG-PLA); Drug delivery

1. Introduction

Presently, the development of integrated cancer nanomedi-
cine, which consists of drugs that exploit cancer-specific
molecular targets combined with effective carriers for tumor-
targeted drug delivery, has shown significant promise in
expanding therapeutic indices for chemotherapy. 3-Lapachone
(B-lap) (Fig. 1A) is a novel, plant-derived anticancer drug
whose cytotoxic effect is significantly enhanced by NAD(P)H:
quinone oxidoreductase 1 (NQOI1), a flavoprotein found
overexpressed (up to 20-fold) in a variety of human cancers,
including those of the lung [1], prostate [2], pancreas [3], and
breast [4]. Upon B-lap administration, NQOI induces a futile
cycling of B-lap, wherein the compound cycles between its

* Corresponding author. Tel.: +1 214 648 9278; fax: +1 214 648 0264.
E-mail address: jinming.gao@utsouthwestern.edu (J. Gao).

0168-3659/$ - see front matter © 2007 Published by Elsevier B.V.
doi:10.1016/j.jconrel.2007.04.014

hydroquinone, semiquinone, and quinone forms, depleting the
cell of NAD(P)H in the process and leading to the generation of
DNA damaging hydroxyl radicals [5]. Additionally, p-lap
treatment leads to an NQOI-dependent rise in cytosolic Ca*"
that results in the loss of mitochondrial membrane potential,
ATP depletion, unique substrate proteolysis, DNA fragmenta-
tion, and cell apoptosis [6]. The mechanism of action is
independent of caspases, p53 status, and cell cycle stage [7].
Given its central role in B-lap-mediated lethality, NQO1 is a
vital, exploitable target for the treatment of cancer cells that
overexpress this enzyme.

While B-lap proves to be a very promising agent from a
pharmacodynamic standpoint, several factors hinder conven-
tional intravenous administration for preclinical evaluation and
clinical translation. Firstly, its non-specific distribution can lead
to low tumor concentrations and systemic toxicity [8].
Moreover, its polycyclic nature makes it highly hydrophobic,

cells, J. Control. Release (2007), doi:10.1016/j.jconrel.2007.04.014
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with an aqueous solubility of 0.04 mg/mL [9]. Prior work by our
laboratory focused on attempts to increase the aqueous
solubility of B-lap through its complexation with hydroxypro-
pyl-p-cyclodextrin (HPR-CD) [9]. However, the fast dissocia-
tion of B-lap and cyclodextrin makes the drug susceptible to
aggregation and rapid clearance, suggesting for the use of an
effective nanotherapeutic delivery vehicle that can efficiently
solubilize the drug and deliver it to solid tumors.

Polymer micelles are spherical, nanosized (10—100 nm)
supramolecular constructs that are garnering significant atten-
tion as a versatile drug delivery platform for cancer therapy
[10—12]. Polymer micelles have a unique core-shell structure as
aresult of the self-assembly of amphiphilic block copolymers in
aqueous environments (Fig. 1B). The hydrophobic core acts as a
solubilizing reservoir for water insoluble drugs, such as p-lap,
providing protection from enzymatic degradation and inactiva-
tion [13]. The hydrophilic micellar corona, in turn, forms a
hydrating layer on the surface of the micelle that hinders plasma
protein adsorption and subsequent rapid phagocytic clearance
by the reticuloendothelial system (RES) [14]. Additionally,
small micellar size, along with low critical micelle concentra-
tions (CMCs), results in long-circulating, stable constructs that
do not easily dissociate in vivo [15], and contributes to the
preferential accumulation of micelles in tumor tissue through
the enhanced permeability and retention (EPR) effect [16,17].

To exploit these numerous advantages of polymer micelles,
our objective was to develop (-lap-containing micelles for an
NQO1-specific therapy. In this study, we report the develop-
ment of a film sonication method to fabricate p-lap micelles
with relatively high loading of the drug, adequate micelle size,
core-shell formation, and favorable release characteristics.
Using three different cancer cell lines, B-lap micelle treatment
showed a substantial increase in cytotoxicity in NQO1+ cells
over NQOI1— cells, highlighting the system as a potential
treatment strategy against NQO1-overexpressing tumors.

2. Materials and methods
2.1. Materials

p-lap was synthesized following a previously reported pro-
cedure [18]. PEG5k—PLASk block copolymer (Mn=10,000 Da)
was synthesized utilizing a ring-opening polymerization procedure
published previously [19]. Poly(p,L-lactide) (PLA)
(Mn=27,344 Da) was purchased from Birmingham Polymers
(Pelham, AL). All organic solvents were of analytical grade. H596
non-small cell lung carcinoma (NSCLC) cells, DU-145 prostate,
and MDA-MB-231 breast cancer cells, were grown in DMEM with
10% fetal bovine serum, 2 mM L-glutamine, 100 units/mL
penicillin, and 100 mg/mL streptomycin at 37 °C in a humidified
incubator with a 5% CO,—95% air atmosphere. All cells were
routinely found free of mycoplasma infection.

2.2. B-Lap micelle fabrication

Three distinct micelle preparation methods (dialysis, solvent
evaporation, film sonication) were used to encapsulate B-lap

within PEG—PLA micelles. For all preparation methods a 10%
theoretical loading (e.g. 1 mg of B-lap and 9 mg of PEG-PLA
diblock copolymer) was used unless otherwise stated. In the
dialysis method, the drug and polymer were dissolved in
acetone, placed within a dialysis bag (MW cutoff=2000 Da),
and dialyzed against water overnight at 4 °C. The solvent
evaporation method consisted of dissolving 3-lap and PEG—
PLA in acetone and adding the mixture dropwise to water under
sonication by a Fisher Scientific Sonic Dismembrator 60
(Hampton, NH) with an output power of 0.010 W, after which
the solvent was allowed to evaporate overnight. Finally, the film
sonication procedure involved the dissolution of (-lap and
PEG—-PLA in acetone and evaporation of the solvent, yielding a
solid film. Water was then added to the film and sonicated for
5 min. In each case, drug-loaded polymer micelles were filtered
through 0.45 pm nylon filters to remove non-encapsulated drug
aggregates in solution, and all micelle preparations above were
stored immediately at 4 °C to hinder premature drug release.
Drug loading was determined using a method previously
established by Shuai et al. [19]. Briefly, 0.5 mL of micelle
solution was centrifuged at a rotational speed of 2000 RPM for
30 min at 4 °C (Eppendorf Centrifuge 5804 R) using Amicon
Ultra Centrifugal Filter Devices (MW cutoff=100,000 Da).
Absorbance of B-lap in the resulting supernatant was measured
(Amax=257.2 nm, =105 mL/(cm'mg P-lap) using a Perkin

A
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-
o
HiC CH,
B
hydrophobic
\-j core
.. hydrated
shall
O B-lapachone

Polymer:
hydr-nphll!: block - PEG

i g WY
hydrophobic block - PLA

Fig. 1. (A) Chemical structure of B-lap (MW=242 Da). (B) Schematic of a
-lap-containing polymer micelle and constituent components.
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Elmer Lambda 20 UV—Vis Spectrophotometer (Fremont, CA).
Micelle solutions were then lyophilized overnight and the
resulting freeze-dried powder was accurately weighed, dis-
solved in chloroform, and analyzed via UV—Vis spectropho-
tometry to provide the total amount of B-lap (free and micelle
encapsulated). Yield, loading efficiency, and loading density of
B-lap were then determined utilizing the following set of
equations:

total micelle amount — free p—lap amount

% yield = theoretical total micelle amount x 100
(1)
% drug loading efficiency
_ amount B—lap in micelles 2)
initial amount of B—lap in system
% drug loading density
amount B3—lap in micelles (3)

x 100

~ amount of micelles — free p—lap

Micelle fabrication experiments were conducted in triplicate
and following data tabulation, statistical analyses between
different groups were performed using a Student’s two-tailed ¢
test (P<0.05).

2.3. Differential scanning calorimetry (DSC) analysis

DSC measurements of the solid-state solubility of B-lap in
PLA were performed using a Shimadzu Differential Scanning
Calorimeter (DSC-60, Columbia, USA) with samples under a
nitrogen atmosphere. The procedure was adapted from a
method published by Panyam et al. [20] and previously utilized
by our laboratory to determine the solid-state solubility of 3-lap
in poly(D,L-lactide-co-glycolide) (PLGA) [21]. Briefly, known
quantities of B-lap (13 mg) and PLA (27.8 mg) were separately
dissolved in acetone. Different amounts of drug were mixed
with polymer, and transferred to aluminum pans. The solvent
was then evaporated, and pans were crimped and weighed.
Samples were heated to 180 °C at a rate of 10 °C/min. The heats
of melting of B-lap were obtained using the peak integration
calculation method provided by the DSC software. The solid-
state solubility value of B-lap was determined by plotting
enthalpy values as a function of the percentage of B-lap loading.
The X-intercept resulting from a linear regression of the data
represents the solid-state solubility value of 3-lap in PLA.

2.4. B-Lap micelle characterization

Following fabrication, micelle size was determined using a
Viscotek Dynamic Light Scattering (DLS) instrument (Houston,
TX). Scattered light was detected at a 90° angle. Data was
obtained from 10 measurements of 5 s duration and averaged
utilizing the instrumental software to determine micelle size and
size distribution.

Micelles were analyzed by '"H NMR to verify core-shell
architecture. 3-Lap-loaded PEG—PLA micelles were prepared

using the film sonication technique at 10% w/w theoretical drug
loading. Following micelle fabrication and filtration, the micelle
solution was split among two Amicon Ultra Centrifugal Filter
Devices (MW cutoff=100,000 Da) and concentrated by
centrifugation at a speed of 2000 RPM at 4 °C to minimize
premature drug loss. Micelles were then washed with water to
remove free drug. Once the absorbance of both supernatants
was well below a value of 0.1, micelles were freeze-dried. One
batch of micelles was resuspended in D,0, while another batch
was dissolved in deuterated chloroform. The two samples were
then analyzed utilizing a 400-MHz Varian NMR spectrometer
(Palo Alto, CA) and the resulting spectra were compared to
spectra obtained from R-lap dissolved in D,O and PEG-PLA
dissolved in chloroform.

Release studies of P-lap-containing PEG-PLA micelles
were performed to examine B-lap release kinetics. Approxi-
mately 100 mg of 3-lap-loaded polymer micelles were prepared
utilizing the film sonication technique at a theoretical loading of
10% w/w. After micelle fabrication, the amount of loaded drug
and micelles was determined, and equal amounts of micelles
were aliquoted among Spectrum Float-A-Lyzer dialysis devices
with a molecular weight cutoff of 100,000 Da. Release studies
were conducted in triplicate in PBS at a pH of 7.4 at 37 °C. At
predetermined times, the buffer solution (12 mL) was removed
and replaced with an equal amount of fresh buffer solution. The
amount of B-lap released from micelles was determined by
measuring the absorbance of the dialysis medium at 257.2 nm
via UV—Vis spectrophotometry.

2.5. Modeling of B-lap release kinetics from micelles

Theoretical models were developed to simulate the drug
release profiles from polymer micelles. Previous work has
shown that drug release from a micelle core occurs in two
successive stages: early release that can be well described by a
Higuchi dissolution model (Egs. (4) and (5)) and late release

that is well approximated by Fickian diffusion (Eq. (6)) [22]:
M(0)
[0 @)
oo 2¢o %) oo 0o
(4)
co(og + 20" — 3o’ ?)
+ ¢ (40(’2010 + océ In % - ocg — oc%a’ - 2oc’3)
= 6Dcsapt (5)
M(t) 6 —72Dt
=pll—-—= 6
(1w (5) ©

where M(?) is the mass of drug released at time ¢ and M(x) is
the amount of drug released as time approaches infinity. The
Higuchi model approximates drug release as a steadily moving
front of dissolving drug moving inward from the periphery of
the micelle core, where the drug is contained [23]. This model

cells, J. Control. Release (2007), doi:10.1016/j.jconrel.2007.04.014
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has five parameters: the radius of the micelle core, ay; the
distance of the moving front from the center of the core at time
t, a’; the initial micelle drug loading, cy; the solubility of drug in
solution, cg; and the diffusivity of the drug in the micelle core,
Dy,. Later drug release was shown to be correctly approximated
by Fickian diffusion out of a sphere, which has three
parameters: the fraction of the drug released at infinite time,
Po; the radius of the micelle core, ay; and the diffusivity of drug
in the micelle core, Dy [24,25]. B-Lap solubility and micelle
loading were known: ¢;=0.04 mg/mL and c¢,=8.68 mg/mL.
The radius of gyration of the 5 kD PEG corona (6.16 nm) was
subtracted from the hydrodynamic micelle radius (14.6 nm) to
determine the size of the micelle core, ag=_8.44 nm, as reported
previously [22]. The drug released by 360 h was used as the
drug released at infinite time, py. Estimates of the two remaining
unknowns, the rates of p-lap diffusion, Dy, and Dy, were then
calculated using non-linear least squares parameter estimation
(Matlab 7.1). Dy, and Dy were estimated using release data from
0—18 and 18-360 h, respectively.

2.6. Cytotoxicity of B-lap micelles in vitro

Relative survival assays based on DNA content were
performed in three different cancer cell lines with isogenic
expression (or inhibition of enzyme activities with dicoumarol)
of NQOV1 as previously described [5]. H596 non-small cell lung
cancer and MDA-MB-231 breast cancer cells contain homozy-
gous *2 NQOI polymorphisms and thereby lack NQO1
expression. Isogenic NQO1+ counterparts were generated and
characterized for B-lap free drug responses as described [5,26].
In contrast, DU-145 human prostate cancer cells endogenously
over-express NQOI, and its enzyme activity can be blocked by
coadministration of dicoumarol, mimicking an NQO1-deficient
cell. Briefly, NQO1+ or NQO1— H596 and MDA-MB-231 cells
were seeded (10,000 cells/well) into each well of 48-well plates.
DU-145 cells were seeded similarly. On the following day,
media were removed, and media containing predetermined
doses of free 3-lap drug (dissolved in DMSO) or 3-lap micelles
(prepared via the film sonication method) were added for a
duration of 2 h. For DU-145 cells, dicoumarol at a concentration
of 40 uM was coadministered to cells to inhibit NQOI1. After
2 h exposures, media were then removed, control growth media
added, and cells were allowed to grow for an additional 7 days.
DNA content was determined by DNA fluorescence Hoescht

Table 1
{3-Lapachone micelle size, yield, and drug loading parameters from different
fabrication procedures

Micelle Theoretical Micelle  Yield Loading  Loading

fabrication loading size (%) efficiency density

method (%) (nm) (%) (%)

Dialysis 10 233+1.2 36.3+3.4 0.08+0.04 0.02+0.01

Solvent 10 17.3+0.2 95.0+1.8 4.1+0.6 0.4+0.1
evaporation

Film 5 28.4+2.7 88.6+£3.7 39.8£1.0 2.2+0.1
sonication 10 29.6+1.5 853+6.7 41.9+£56 47+£1.0

20 26.8+3.2 852+3.0 32.9+59 6.5+1.0

dye 33258, using an adaptation of the method of Labarca and
Paigen [27]. Samples were read in a Perkin Elmer HTS 7000
Bio Assay Reader (Waltham, MA) and data were expressed as
means =+ SE relative growth and graphed as treated/control (T/C)
values from six wells per treatment.

2.7. DNA damage and cell death assays

Distinct biological assays were conducted in NQO1+ and
NQOI1— H596 cells to corroborate the mechanism of action of
B-lap-mediated cell death via micellar drug delivery versus
responses known for free drug [7,26,28,29]. The first consisted
of reactive oxygen species (ROS) analyses. Following {3-lap
micelle exposure to cells, ROS formation was ascertained using
the conversion of non-fluorescent 5, 6-Chloromethyl-2V, 7V-
dichlorodihydrofluorescein diacetate (CM-H,DCFDA) to its
fluorescent derivative (DCF) by flow cytometry (FC-500 flow
cytometer, Beckman Coulter Electronics, Miami, FL) as
described [30].

DNA damage analyses, or alkaline comet assays, were also
performed. DNA lesions, including DNA single and double
strand breaks (SSBs, DSBs, respectively), as well as DNA base
damage, were assessed in single cells treated with P-lap
micelles using alkaline comet assays as previously described
[28,31]. Slides were stained with SYBR-green and visualized
using a Nikon Eclipse TE2000-E fluorescence microscope
(Melville, NY), after which digital photomicrographs were
taken.

Lastly, nucleotide analyses were conducted, where changes
in intracellular nicotinamide adenine dinucleotide (NAD+)
levels were measured in cells after 3-lap micelle exposure as
described [28]. Intracellular NAD+ levels were expressed as
percentage of treated divided by control (%T/C).

3. Results

3.1. Effect of different micelle fabrication methods on drug
loading

Several different micelle fabrication techniques were exam-
ined with the purpose of generating B-lap micelles with an
adequate size, yield, and drug loading density and efficiency.
Table 1 depicts the size, yield, and loading values obtained from
the three different fabrication methods. As shown in the table,
from an initial 10% theoretical loading, the dialysis method
produced micelles with an extremely low drug loading at 0.02+
0.01%, as well as a poor loading efficiency (0.08+0.04%) and
micelle yield (36.34+3.40%). The solvent evaporation procedure
provided a marked improvement in P-lap loading over the
dialysis method, with a loading percentage of 0.39+0.05%, but
with a low loading efficiency of 4.12+0.64%. Conversely, the
film sonication method produced the highest p-lap loading of
micelles among all three fabrication methods, with a 4.7+1.0%
drug loading at a theoretical loading of 10%, a loading
efficiency of 41.9£5.6%, and a high micelle yield of 85.3+
6.7%. With a subsequent increase in theoretical drug loading to
20%, P-lap loading in micelles increased to 6.5+1.0%.

cells, J. Control. Release (2007), doi:10.1016/j.jconrel.2007.04.014

Please cite this article as: E. Blanco et al., 3-Lapachone-containing PEG—PLA polymer micelles as novel nanotherapeutics against NQO1-overexpressing tumor

264
265
266
267
268

269

270
271
272
273
274
275
276
277
278
279
280
281
282
283
284
285
286
287
288
289
290
291
292
293
294

295

296
297

298
299
300
301
302
303
304
305
306
307
308
309
310
311
312
313
314
315


http://dx.doi.org/10.1016/j.jconrel.2007.04.014

316
317
318
319
320
321

E. Blanco et al. / Journal of Controlled Release xx (2007) xxx—xxx 5

lﬁﬁ

I—1|
II
i

|11

i

i
M
i
Endathars —

“Iz

129 EEi]
15 Tamperaies ("C)

191 %

4 Mm iy el i)
&

a L L T T T |
a 1 20 an &0 1] B0 r

P-Lapochoms in PLA [wi %)

¢ ‘ng

5% [ap in 0% lnp in 2% [-lap n
FEG-FLA FEG-FLA FEG-PLA

Fig. 2. Solid-state solubility studies of 3-lap in PLA polymer. Fig. 2A depicts 3-lap
melting enthalpy (AH,,) as a function of B-lap loading percentage. The X-intercept
indicates the solubility limit of B-lap in PLA. Fig. 2B represents images of B-lap
and PLA films at different loading percentages for qualitative comparison.

Meanwhile, a lowered loading efficiency to 32.9+5.9% was
observed at this composition. Taken together, these data
highlight the effectiveness of the film sonication method at
producing higher loaded P-lap micelles over other micelle
fabrication methods, with differences in loading percentage
values being statistically significant (P<0.05).
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Fig. 3. "H NMR spectra of B-lap-loaded PEG—PLA micelles in (A) deuterated
chloroform (CDCl;) and (B) deuterated water (D,O). Figure insets represent
magnifications of the aromatic protons from p-lap.

3.2. Solubility of B-lap in PLA polymer

In order to gain insight into interactions between R-lap and
the core-forming material (i.e. PLA), solid-state solubility
studies were performed using DSC. Values of AH,,, (J/g) were
plotted as a function of B-lap loading percentage (Fig. 2A). The
X-intercept, provided by linear regression of the data, yields the
solid-state solubility of B-lap in PLA at 31%. The dissolution
behavior of B-lap within PLA helps to explain discrepancies in
drug loading among the different micelle fabrication proce-
dures. Close inspection of images of B-lap/PEG5k—PLASk
films at different loading percentages illustrates the dissolution
of drug within the polymer (Fig. 2B). At levels below the solid-
state solubility value, the drug and polymer appear as a
continuous film. Howeyver, at higher loading percentages (20%),
B-lap crystals appeared in the film, indicative of drug loading
above the solubility threshold of 3-lap in PLA core.

3.3. B-Lap micelle characterization

Drug-loaded micelle size was determined utilizing dynamic
light scattering (DLS) for each of the fabrication methods
examined (Table 1). The three different methods all produced
micelles of an adequate size (e.g. 10—100 nm), with the dialysis
and solvent evaporation procedures yielding micelle sizes of
23.3+1.2 nm and 17.3£0.2 nm, respectively. The film
sonication procedure produced micelles with a slightly greater
average diameter (29.6+1.5 nm), possibly due to the increased
loading of the drug within the micelle core [32].

Encapsulation of p-lap inside micelle cores was demon-
strated by comparing '"H NMR spectra of micelle samples in
deuterated chloroform (CDCl;) and deuterated water (D,0O)
(Fig. 3). In CDCIl3, prominent resonance peaks of 3-lap were
observed in addition to those of PLA and PEG blocks,
indicating that the micelle contains both copolymer and p-lap.
In contrast, only the PEG resonance peaks were detected in
D,0, while both the PLA and B-lap resonance peaks were
absent. The micelle shells consisting of PEG blocks were well
solvated in D,O and therefore showed clear '"H NMR signal. In
contrast, when P-lap was encapsulated inside micelle cores,
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Fig. 4. In vitro B-lap release profiles from PEG-PLA polymer micelles in PBS
at pH 7.4 and 37 °C. The error bars were calculated as standard deviation from
triplicate samples.
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Fig. 5. Long-term, relative survival assays of (A) H596 lung, (B) DU-145
prostate, and (C) MDA-MB-231 breast cancer cells treated with B-lap at
indicated doses for 2 h. In the figures, —[— corresponds to NQO1— cells treated
with 3-lap micelles, —ll— represents NQO1— cells treated with free 3-lap, —O—
corresponds to NQO1+ cells treated with B-lap micelles, and —@— represents
NQOI1+ cells treated with free drug.

resonance peaks of PLA blocks and B-lap were not observed
due to their insufficient mobility in D,O, consistent with the
core-shell structure of polymeric micelles [33,34].

The release kinetics of P-lap from PEG-PLA polymer
micelles were examined in vitro (Fig. 4). As can be seen from
the figure, the time for 50% of drug release (#1/,) is 18 h, with the
majority of the drug (~75%) being released over the course of
4 days. Alonso and coworkers have demonstrated that PEG—-PLA
nanoparticles do not undergo significant degradation over two
weeks incubation in PBS buffer (pH 7.4) at 37 °C [35,36]. Based
on these and other findings, drug is released primarily via
diffusion processes, and was modeled as such. Simulated model

drug release is shown along with experimentally measured
cumulative release data. The Higuchi based model [23] output
was successfully fit to the experimental measurements from 0—
18 h. Dy, had an estimated value of 4.2x10™"7 ecm?/s (95%
confidence interval: 4.0-4.4x10" "7 cm?/s). After 18 h, the
Fickian [24,25] diffusion approximation begins to fit the data and
continues to fit the data until the end of the study. For the Fick
approximation, the value of diffusion, Dy, is 2.3 % 10" cm?/s
(95% confidence interval: 2.0-2.5x10"'* em?/s), almost 200
times slower than drug transport for the first 18 h. The quality of
the model fits and low error of the parameter estimates indicate
that both models well approximate the drug release data at
different times of drug release. However, the diffusion rates at
each stage of drug release differed considerably, suggesting that
two different processes may be taking place. In the first 18 h, drug
release occurs relatively quickly through a Higuchi-like mecha-
nism. Drug released in this period of time could be precipitated in
and around the micelle core but may have good access to the
surrounding aqueous environment through micelle surface. How-
ever, diffusion after 18 h is dramatically slower, which may reflect
drug that has less access to the surrounding hydrophilic corona.
This fraction of the drug loading could be entrapped in or even
dissolved in dense solid regions of the hydrophobic core, where
polymer entanglement serves as a much greater impediment to
drug transport.

3.4. Mechanism of action of cell death induced by B-lap
micelles

Growth assays were performed to examine the mechanism
of action of PB-lap micelles on NQOI-overexpressing tumor
cells compared to NQO1-null tumor cells. NQO1— cells also
serve to mimic normal tissues that are NQO1 deficient. Fig. 5
depicts relative survival curves (%T/C) in vitro of three
different tumor cell lines (lung, prostate, and breast) treated
with free p-lap and P-lap micelles at different drug doses.
Results show that after a 2 h incubation with B-lap micelles, a
significant increase in cytotoxicity can be observed in NQO1+
over NQO1— cells in all three cell lines. In H596 cells, a 26%
loss in survival in NQO1+ cells following 5 pM B-lap micelle
administration was noted, and at 10 pM an approximate 85%
loss in survival was observed. Values for 3-lap micelles were
consistently less cytotoxic than for free drug exposures. 3-Lap
micelle cytotoxicity was equal to that of free P-lap drug
administration at 10 uM, with the difference in cytotoxicities at
smaller doses attributed to a delay in drug release from the
micelles. Finally, while free 3-lap leads to an approximate 25%
loss in survival in NQO1— cells at a 15 uM dose, B-lap
micelles have minimal toxicity in NQO1— cells (~7% loss in
survival at 20 uM dose).

The same pattern of cell cytotoxicity for the NQO1+ cells
and survival in the NQO1— cells was evident in human prostate
and breast cancer cells. In DU-145 and MDA-MB-231 cells, p3-
lap micelles kill more than 50% of NQO1+ cells at a dose of
6 pM. At further dose increases, -lap micelle cytotoxicity
approached that of free 3-lap. NQO1— cells were resistant to 3-
lap micelles. In DU-145 cells, there was less than a 10% loss in

cells, J. Control. Release (2007), doi:10.1016/j.jconrel.2007.04.014
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B

—a—Fyma pap (M0 cell survival after coadministration of dicoumarol (NQOI
| j::pé:.ﬁ: u':_E.Im'I inhibitor) with B-.lap micelles. Similarly, NQO1- MDA-MB-
i LA PG (RG] 231 cells were resistant to 3-lap micelles. Importantly drug-free
micelles were shown to have no cytotoxic effect on tumor cells

(data not shown).

In attempts to elucidate whether the unique mechanism of
action of B-lap was preserved through micellar delivery of the
drug, several key biological assays were performed in H596
cells to identify vital components of B-lap-mediated cell death
in NSCLC, as reported by Bey et al. [26]. Fig. 6 shows the
- n P2 = results of the three biological assays (ROS analysis, comet

Tiemo {minj assays, and NAD loss) conducted to examine vital character-
MO0+ istics of P-lap-induced cell death. Administration of P-lap
micelles at a dose of 10 pM leads to oxidative stress in NQO1+
cells in a manner identical to that of free P-lap drug
administration. In contrast, 3-lap-induced oxidative stress was
absent in NQO1— cells. In the NQO1— cells, no DNA damage
was evident after exposure with free PB-lap drug or B-lap
micelles. However, in the NQO1+ cells, extensive comet tail
formation can be observed, indicating DNA damage. Lastly,
Fig. 6C shows NAD loss associated with P-lap micelle
administration to H596 cells at the 10 uM dose. As can be
observed from the figure, no NAD loss occurs in the NQO1—
cells, while an exponential decrease in NAD is observed with
increasing dose in micelle delivered B-lap. Taken together, these
results serve to show that the unique mechanism of action of (3-
lap is preserved through micellar delivery.

L EEFDA Nuoresoonoo

4. Discussion

The objective of the present study was to develop polymer
micelles that can effectively encapsulate B-lap with adequate
loading density and minimal loss of drug and polymer. Of the
three methods examined in this study, film sonication yielded
micelles with the highest loading density and loading efficiency.
The dialysis method has been shown to be effective in cases
where the encapsulated agent is very water insoluble. Despite
the low water solubility (0.04 mg/mL) of 3-lap, this value is still
much higher compared to agents such as paclitaxel (0.34 pg/
mL) [37]. Hence, the majority of B-lap can still be lost to the
surrounding aqueous medium during dialysis, leaving only a
very minimal amount (0.02+0.01%) within the micelles. The
solvent evaporation technique is another widely used method
for micelle formation, and we have successfully formed PEG—
PLA polymer micelles with high doxorubicin loading [38].
However, this method also proved inefficient at loading p-lap
—8— Fraa g |NOO1-) within micelles (loading density=0.39+0.05%), mainly be-
=0 Pl eicath (HULA -} cause of the crystallization behavior of p-lap. Both the dialysis

e Phas e g (NGO ) and solvent evaporation methods have slow processes of
=o—f-Lop micelis (R0

1

& HAD hean

&

¥ Fig. 6. Cell death and DNA damage assays conducted in NQO1+ and NQO1—
e H596 NSCLC cells at a dose of 10 uM of free B-lap or B-lap-containing
, - . " micelles. (A) Induction of ROS in H596 cells incubated for 20 min with CM-
o 25 50 75 108 128 H,DCFDA and then treated with the dose and assessed at the times indicated.
Tima {mmin} (B) Alkaline comet assays of H596 following a 2 h exposure. Vehicle alone
(DMSO), micelles alone, and H,O, (for NQO1 independent DNA damage)
served as controls. (C) Nucleotide loss following exposure and assessed at the

times indicated.
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micellar formation, requiring time for organic solvent to
exchange with an aqueous environment or evaporate organic
solvent, respectively. In contrast, 3-lap crystallization is a faster
kinetic process, which can result in the loss of the majority of
drug to crystal formation.

The film sonication method proved effective at achieving
higher drug loading density within micelles. This increased
loading can be best explained by the formation of a molecular
level mixture between P-lap and PLA. During the film
formation process, B3-lap dissolves within the PLA core at a
solid-state solubility of 31% (Fig. 2A). At values below this
limit, 3-lap forms a homogeneous molecular-level mixture with
the PLA matrix. The dissolution of drug within the polymer
matrix prevents P-lap from crystallizing during micelle
formation, leading to higher drug loading density within the
micelles. Similar phenomenon was observed previously by
Panyam et al. where an increase in drug loading correlated with
increases in solid-state solubility [20]. While the film sonication
method led to a significant increase in drug loading density, the
loading efficiency was only approximately 40%. We hypoth-
esize that B-lap mixed with PEG chains in the film may not be
efficiently loaded inside the micelle core upon sonication. One
possible strategy to overcome this limitation is to use longer
core forming blocks as demonstrated by Allen et al. [39], or the
addition of PLA within the film.

The film sonication method leads to micelles with an
increased amount of 3-lap encapsulated within the core (4.7+
1.0% to 6.5+1.0%). Additionally, the hydrodynamic diameter
of the micelles (29.6+ 1.5 nm) as measured by DLS also proves
adequate for future in vivo delivery applications. Micelles of
similar diameters (e.g. SP1049C and Genexol) have shown
prolonged blood circulation times [40]. "H NMR studies clearly
demonstrated the core-shell structure of the polymer micelles
produced by the film sonication procedure. The results indicate
that the drug is encapsulated within the PLA micelle core and
the micelle surface is stabilized with a mobile PEG corona. Such
core-shell structure has the potential advantage in the protection
of the drug from enzymatic degradation while the PEG layer
hinders plasma protein adsorptions and particle aggregation.
Gref et al. found that reduced protein adsorption depended
greatly on PEG molecular weight (~ 5000 Da) and density at the
surface (~2-5%) [41]. In a different study, Hsiue and
coworkers found that PEG—PLA micelles were stable in bovine
serum albumin (BSA) for incubation timepoints of up to 25 h, as
evidenced by minimal change of particle size [42]. Reduction in
plasma protein interaction should translate into very stable
micelles following IV injection, as shown by Kataoka and
coworkers, who demonstrated that 25% of injected PEG-PLA
micelles were found to be stably circulating in blood vessels
24 h after injection [43]. The aforementioned Genexol®, a
paclitaxel-containing PEG—PLA micelle formulation currently
in phase I clinical trials, was shown by Bang and coworkers to
have a blood elimination half-life of approximately 11 h. This
same study showed that the micelle formulation had significant
increase in MTD, and improved antitumor efficacy when
compared to a traditional paclitaxel formulation, consistent with
stable drug encapsulation in micelles in vivo [44].

In vitro growth inhibition assays demonstrate that R-lap
micelles effectively kill a variety of tumor cells overexpressing
NQO1 while sparing NQO1— cells. Close examination shows
that micelle-delivered B-lap is less toxic to both NQOI1+ and
NQOI1- cells compared to the free drug (Fig. 5). Several
reasons may explain this discrepancy. Firstly, the actual
intracellular concentration of (-lap may be smaller in cells
incubated with 3-lap micelles than those with free drug. This is
possible since most anticancer agents are lipophilic (as well as
hydrophobic) and can easily cross cell membranes. PEG-
stabilized nanoparticles are typically internalized through
fluidic phase endocytosis [14], and PEG shielding can
effectively reduce cell uptake, leading to a smaller drug
concentration inside the cells. Secondly, after cell internaliza-
tion, micelle-delivered -lap may not be immediately available
due to micelle encapsulation. In vitro drug release studies
showed the value of #, is 18 h (Fig. 4). This delayed drug
availability may also contribute to a lesser cytotoxicity as shown
in both NQOI1+ and NQOI1— cells. Despite reduced in vitro
toxicity, the value of R-lap micelles will likely reside in the
increased drug solubility and improved pharmacokinetics over
free drug during in vivo applications. In polymer—drug
conjugate systems developed by Li et al. [45] and Ulbrich
et al. [46] for the delivery of paclitaxel and doxorubicin
respectively, the conjugated drugs showed less in vitro
cytotoxicity compared to the free drugs, however, their
antitumor efficacy responses were considerably higher due to
increased accumulation in tumors.

Comprehensive biological studies show that the unique
mechanism of action of B-lap, as shown previously by Bey et al.
[26] is preserved through micellar drug delivery. In NQO1-
overexpressing tumor cells incubated with B-lap micelles,
reactive oxygen species (ROS) was generated (Fig. 6A) as a
result of NQOI1-dependent futile cycling of the P-lap and
subsequent depletion of NAD(P)H from the cell (Fig. 6C).
Accumulation of ROS such as hydroxyl radicals causes massive
DNA damages as shown in comet assay for 3-lap micelles as
well as the free drug (Fig. 6B). This NQO1-specific cytotoxicity
combined with micellar drug delivery bodes well for in vivo
translation of the platform, where upon administration, B-lap
micelles will accumulate in tumor tissue through passive
targeting and release 3-lap, which will only be bioactivated in
the presence of high levels of NQOI1. Concurrently, normal
healthy tissues will be spared from the cytotoxic effect of 3-lap
due to lack of NQOI expression and reduced micelle uptake.

5. Conclusions

In summary, we have successfully developed p-lap-PEG—
PLA polymer micelles with adequate loading density, optimal
size, core-shell structure, and diffusion-based release kinetics.
Upon administration to NQO1+ and NQO1— cells, we were
able to show an NQOI-dependent cytotoxicity that resembles
that of free drug administration, where NQOI+ cells are
effectively killed and NQO1— cells are spared. Future studies
will focus on the preclinical evaluation of these micelles in
NQO1-overexpressing animal tumor models.

cells, J. Control. Release (2007), doi:10.1016/j.jconrel.2007.04.014
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